
Technical Information:
Time and Temperature Data

Time Constant Response Time Chart
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All tests performed by rapid immersion
into stirred oil bath.
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TUNGSTEN 5% RHENIUM VS TUNGSTEN 26% RHENIUM

PLATINUM VS PLATINUM 10% RHODIUM

PLATINUM VS PLATINUM 13% RHODIUM

TUNGSTEN VS TUNGSTEN 26% RHENIUM

Temperature vs. EMF Curves

Response Times of Sheathed, Grounded Thermocouples


